
SPECIFICATION - GYPSUM 

OXIDE UNIT VALUES 

1.1 SiO2 % ≤ 3.0 

1.2 AI2O3 %     ≤ 1.0 

1.3 Fe2O3 % ≤ 1.0 

1.4 Cao % ≥ 30.0 

1,5 SO3 % ≥ 42.0 

1.6 LOI % ≥ 18.0 

1.7 Moisture % ≤ 3.0 

1.8 Purity as SO3   Basis % ≥ 90 

2.GYPSUM  SIZE  ANALYSIS  ( FRACTION %)

  Sieve  size UNIT VALUES 

2.1 0 -5 mm % Max. 20 

2.2 5 - 10 mm % Max. 50 

2.3 10 - 20 mm % Max. 20 

2.4 Above  20 mm % Max.  10 
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